
Yellow 2003

Composition:

LIGAMENT

WEIGHT

WIDTH

UNE 40339-2002

INFLAMMABILITY EN 15025 (EN 11612)

50% Cotton
39% Modified acrylic fibre type-f
10% Viscose
1% Antistatic

Recommended end-use:
INNER SHIRT FOR COLD CONDITIONS

Interlock

7.66 oz sq yd ± 5%
260 gr/m 2 ± 5%

ARC FLASH RESISTANCE ASTM F1959 (NFPA 70E)ATPV: 11.4 cal/cm 2²
HAF: 84,5%

63 in ± 0.5
160 cm ± 0.5
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DIMENSIONAL STABILITY UNE-EN ISO 157975% (140°F) / (60°C)

CONVECTIVE HEAT ISO 9151B1

PILLING RESISTANCE (rating) EN 12945-24

ANTISTATIC EN 1149/3/5Pass

RADIANT HEAT ISO 6942C1

WASHING INSTRUCTIONS:
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*Avoid using softeners
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